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LIAN JING METAL MATERIAL (HUI ZHOU) CO., LTD 
CHENGHAI AREA, CHENJIANG TOWN, HUIZHOU CITY, GUANGDONG  
 
 
The following sample(s) was/were submitted and identified on behalf of the applicant as LEAD-FREE SOLDER WIRE 
 
 

SGS Job No. : SCATR090500832 

Client Reference Information : Model No.: LJ9307W-0.8MM; Product or Lot No.: 20902251 

Buyer : PANINTERNATIONAL FOXCONN 

Manufacturer : LIAN JING METAL MATERIAL (HUI ZHOU) CO., LTD 

Date of Sample Received : MAY 05, 2009 

Testing Period : MAY 05, 2009 TO MAY 12, 2009 
 
 
 
Test Requested                                     : Selected test (s) as requested by client. 
 
 
 
Test Method                                           : Please refer to next page(s). 
 
 
 
Test Result(s)                                        : Please refer to next page(s). 
 
 
 
 
 
 
Signed for and on behalf of 
SGS-CSTC Ltd. 
 
 
 
 
 
 
 
______________________ 
Sunny Huang 
Lab Sr. Supervisor  
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Test Results: 
Description for specimen 1 : Silver-grey metal wire 
 
 
Elementary Analysis 

 
Test Item(s) Unit Test Method (Reference) Result MDL 

Cadmium (Cd) mg/kg IEC 62321: 2008, ICP-OES N.D. 2 
 
Note: 
1. mg/kg = ppm 
2. N.D. = Not Detected (< MDL) 
3. MDL = Method Detection Limit 
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Sample photo :  
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 

SGS authenticate the photo on original report only 
 

*** End of Report *** 
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